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12 - GAUNTLET CUFF SMOOTH
NATURAL RUBBER PALM GLOVES

WORK REQUESTED:

Technical
Report ‘

TESTING

0248

We received samples of unreferenced gloves, as shown in the photograph below, on 30" November, 2009 for
testing in accordance with EN 420: 2003 and EN 388: 2003.

CONCLUSIONS:

Test / Property

Results Achieved

EN 420: 2003 Clause 5.1 Length & Fit

PASS, see Note 1

EN 420: 2003 Clause 5.2 Dexterity

Level 5

EN 388: 2003 6.1 Abrasion resistance

Level 4

EN 388: 2003 6.2 Blade cut resistance

Level 1

EN 388: 2003 6.3 Tear resistance

Level 4

EN 388: 2003 6.4 Puncture resistance

Level 2

Note 1: As these gloves were not marked for size, they were assessed to meet several minimum fit &length
requirements as specified in Table 1 of EN 420: 2003.

 Note 2: Further innocuousness testing of the materials used in this product is required before an EC Type
Examination certificate can be issued.

Unreferenced Cotton, dipped gloves

Report by: Steve Hardcastle
Glove Coaters Inc.
SPC0180584/0949

14" December, 2009

Signed: P J Doughty
PPE Technologist
Safety Product Centre
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